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Product name Medical cotton ball Lot No 20230323
P Eiins
TS HiA% Specification 0.4g/grain 25g/bag Sterilization /
Lot No
it &=
656 H # Inspection Date 2023.03.24 Sampling /
Quantity
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KI5 5 Test item PRUEZER Standard Inspection result
3. 1 Weight requirement 0. 4g£0. 04g Qualified
‘ gt req 25g+2. 5g
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Appearance reduirements The cotton fiber of the cotton ball should be Qualified
PP a soft, white, odorless, no macular, stains,
foreign matter.
P 322 WKEE R Water | RERET 10 BATOKITARIETEL . The
cotton ball should absorb water and sink Qualified
absorption time below the liquid level within 10 seconds.
B 50 W BR 0K B R A>T 23g. The
H 3. 2. 3 /K& soakage water absorption per gram of cotton ball Qualified
physics should not be less than 23g.
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POERE . BETE, WAENMETE: HlIER4.
PR AFR . AFEHES 5. The package is
, complete and without breakage. The label
E I
3.2.4 I on the outer package shall be filled in Qualified

Packaging appearance

clearly and neatly, which shall include:
manufacturer's name, product name,
production batch number, etc production
batch number, etc.
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The test was carried out according to the technical requirements of Xiangtan

conclus

Equipment 20150010, and the results met the requirements of the standard.
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